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Permanent Testing

1 CHEMICAL- RUBBER &
RUBBER PRODUCTS Rubber & Rubber Products Polymer Content/ Rubber

Content ASTM D6370

2 CHEMICAL- RUBBER &
RUBBER PRODUCTS Rubber & Rubber Products Ash Content ASTM D297

3 CHEMICAL- RUBBER &
RUBBER PRODUCTS Rubber & Rubber Products Ash Content IS 3400 (Part 22)

4 CHEMICAL- RUBBER &
RUBBER PRODUCTS Rubber & Rubber Products Density ASTM D297

5 CHEMICAL- RUBBER &
RUBBER PRODUCTS Rubber & Rubber Products Identification of Rubber ASTM D297

6 CHEMICAL- RUBBER &
RUBBER PRODUCTS Rubber & Rubber Products Identification of Rubber IS 3400 (Part 22) (By

Pyrolysis Method)

7 CHEMICAL- RUBBER &
RUBBER PRODUCTS Rubber & Rubber Products Polymer Content/ Rubber

Content ASTM E1131

8 CHEMICAL- RUBBER &
RUBBER PRODUCTS Rubber & Rubber Products Polymer Identification ASTM D3677 (By FTIR)

9
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Elongation at Break IS 3400 (Part 1)

10
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Tear Strength ISO 34-1

11
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Ozone Resistance Test ISO 1431-1

12
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Elastomeric Bearing
Load Test (Vertical &
Horizontal) - Compression
Stiffness (Load/
Deflections)

BS EN 1337-3

13
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Elastomeric Bearing
Load Test (Vertical &
Horizontal) - Compression
Stiffness (Stress/ Strain)

BS EN 1337-3
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14
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Elastomeric Bearing
Load Test (Vertical &
Horizontal) - Compression
Stiffness (Stress/ Strain)

IRC 83 (Part II)

15
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Elastomeric Bearing
Load Test (Vertical &
Horizontal) - Compression
Stifness (Load/
Deflections)

IRC 83 (Part II)

16
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Elastomeric Bearing
Load Test (Vertical &
Horizontal) - Shear Bond
Strength

BS EN 1337-3

17
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Elastomeric Bearing
Load Test (Vertical &
Horizontal) - Shear Bond
Strength

IRC 83 (Part II)

18
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Elastomeric Bearing
Load Test (Vertical &
Horizontal) - Shear
Modulus

BS EN 1337-3

19
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Elastomeric Bearing
Load Test (Vertical &
Horizontal) - Shear
Modulus

IRC 83 (Part II)

20
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Laminated Elastomeric Bearing Compression Stiffness
(Load/ Deflection) AASHTO M251-06

21
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Laminated Elastomeric Bearing Shear Bond Strength AASHTO M251-06

22
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Laminated Elastomeric Bearing Shear Modulus AASHTO M251-06

23
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products % Elongation at Break ISO 37

24
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products
Accelerated Ageing (%
Change in Tensile
Strength & Elongation)

IS 3400 (Part 4)/ ISO 188
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25
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products
Accelerated Ageing
Properties (% Change in
Tensile Strength &
Elongation)

ISO 188

26
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Adhesion Strength IS 3400 (Part 14/ Sec 1)

27
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Change in Hardness
(Accelerated Ageing) IS 3400 (Part 4)/ ISO 188

28
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Change in Hardness
(Accelerated Ageing) ISO 48-4 & ISO 188

29
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Compression Set ISO 815-1

30
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Ozone Resistance Test IS 3400 (Part 20) & ISO
1431-1

31
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Shore A Hardness IS 3400 (Part 2/ Sec 4)/
ISO 48-4

32
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Tensile Strength IS 3400 (Part 1)

33
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Rubber Products Tensile Strength ISO 37

34
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Structural Bearings (Pot, Pin, Metallic Guide and
Plane Sliding Bearings) Co-efficient Friction IRC 83 (Part III)

35
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Structural Bearings (Pot, Pin, Metallic Guide and
Plane Sliding Bearings)

Load Test (Vertical &
Horizontal) -Proof Load
Test

IRC 83 (Part III)



Laboratory Name : AMEENJI RUBBER LIMITED, PLOT NO. 3, SY. NO. 228/9, KUCHARAM VILLAGE, MANOHARABAD
MANDAL, HYDERABAD, TELANGANA, INDIA

Accreditation Standard ISO/IEC 17025:2017

Certificate Number TC-15422 Page No 4 of 4

Validity 04/02/2025 to 09/01/2029 Last Amended on 13/02/2026

This is annexure to 'Certificate of Accreditation' and does not require any signature.

S.No Discipline / Group Materials or Products tested

Component, parameter or
characteristic tested /

Specific Test Performed /
Tests or type of tests

performed

Test Method Specification
against which tests are
performed and / or the
techniques / equipment

used

36
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Structural Bearings (Pot, Pin, Metallic Guide and
Plane Sliding Bearings) Rotation Test IRC 83 (Part III)

37
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Structural Bearings (Spherical and Cylindrical
Bearings)

Combined Vertical &
Horizontal Load Test IRC 83 (Part IV)

38
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Structural Bearings (Spherical and Cylindrical
Bearings) Friction Test IRC 83 (Part IV)

39
MECHANICAL-
RUBBER AND RUBBER
PRODUCTS

Structural Bearings (Spherical and Cylindrical
Bearings)

Load Test (Vertical &
Horizontal) - Compression
Test (Vertical Load)

IRC 83 (Part IV)


